
Table 1 Uniformity indices

Test Items Solid 
content

Fineness 0.315mm sieve 
(Sieve residue, %) Ph value Sodium sulfate

content %
Fluidity of cement

paste (mm)

Enterprise 
Standard

Note: The test dosage was 0.75%

≥92 ≤5 7-9 ≤18.0 ≥220


